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Dr. D. D. N. Singn

SA.SCIENTIST No.NML/ACC/DDNS/SRMB-06

Date: 30.05.2006
To,
M/S S.R.M.B. Udyog Ltd, Kolkata

Dear Sir,

In reference to your letter of 10" March 2006, we have conducted the
corrosion resistance tests of different types of rebars sent to us, The results are
summarized as follows:

Types of tests Type of rebars B
(a)  Corrosion  rate, pmpy, | Zinga HDG FBEC CRS
(electrochemical polarization | 19.6 38.6 34.5 99.6

resistance technique),

ASTM G - 59 (91)

(b) Pitting resistance tendency,
ASTM G - 61(86)

_Epii, mV (SCE) - 315 - 750 - 450 =400
Loop area X 3.5x 2.5 o5x |

Test electrolyte: Simulated concrete pore solution + 3.5 % NaCl

Findings: Amongst the tested bars, Zinga coated rebars exhibil superior
corrosion resistance than the others.

Thanking you,
Yours truly,

TP S g

(D. D. N. Singh)

Fhens G357 - 2023644(R), 2271657(7); &-mail ; ddns @ nmliadinng
Lemiliing Days : Dlonddzy to Filday (216 25— 5.0 frisid
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Date : 28.06.2006
g No.NML/ACC/DDNS/SSP0289
3 i
s 0'
SRMB Udyog Ltd,46, B.B. Ganguly Street,Kolkata-700012

Subj: Performance report of Zinga coated bars vis-a-vis other bars

Please refer to your Iettelr of March 10,2006 requesting us to study the
corrosioin behaviour of Zinga coated bars vis-a-vis other types of bars.
The data have been generated in the lab and the results / findings are
given in the attached report.

Thanking you,

Yours faithfully

Tt Doy ot i A

( DDN Singh ) &

rhsiie | G057 - 2A2BSANR), 22000 e s el e

Fraaling Bays o Bonday to Fridoy {508 2o - BBy e
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Interim Report on
"Comparative corrosion resistance

of Zinga coated vis-a-vis other
rebars"
Project # SSP 0289

A Project Sponsored by

M/S S.R.M.B. Udyog Ltd, KOLKATA

National Metallurgical L.aboratory
Council of Scientific & Industrial Research
Jamshedpur - 831007
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