B 3R REFE HEEABRAARERESE

National Cheng Kung University A.C.K.U. Research and Development Foundation
ME R P U A & dTAEE—R
Materials Corrosion Prevention Center g #%:(06)2757575-56462

A s TAEE R
&  #5:(06)2757575-62942

o8 8 (ZINGA)
tFRENHBEBERAREHRA
42 %E % MCPC 89058 % dERBE 89 £10 8318
EREMAEHARLE 48 A ARE —
¥, A SETRHBBZHK2IRIEZ2 T 3%:(02)2362-8189
K L #5:7500 N BE B KF B R 1% & :(02)2362-2374
AR DL E MR A (IusR )
Btk E8.B-211 W B E:89 £ 10 B 16 A

R EEEH AT EAA RS A(neEs ZINGA)RE 60um & 120um i |

% 3% ASTM B 117-94 # % B B X5tk B /TBAKF E 58 7500 e > HE &
& 4 s A AR o

o ARAM A BB A SN E(EEE 0 ZINGA)RE 120um 44 » ki ASTM B
117-94 3§65 R L3R5 a4 BT B AR ERBR 7500 65 MARDELF LR -

UTFZES

B ARLNEEHE L EMAREZIBAERT  FAHUEEFRABERSEZA -
PREE R gsﬁla&ﬁ&%% REFRREERRE -

| £ &l

e A l A




Ref. : Rapporten/Per land/Tanwan/6 Salt spray test 7500 hours conclusion/I1/12/00-SD. p. 1/1

National Cheng Kung University ACKU research and Development
Materials Corrosion Prevention Center Foundation
Daxue Road 1, Tainan Daxue Road 1, Tainan
Tel. : (06)2757575-62942 Tel. : (06)2757575-56462
Material Erosion, Writing nr. MCPC 89058 Taiwan, 31/10/2000

TEST REPORT ZINGA

TESTIMONIAL 7500 HOURS SALT SPRAY TEST
TRANSLATION

Entrusted to : Sincere Bidder Ltd  Contact person : Peter Lin Tel. : (02)2362-8189
Address : 9F-2, Roosevelt Road 253, Section 3, Taibei, Taiwan Fax : (02)2362-2374
Name of the test : 7500 hours salt spray test Date of receipt : 16/10/00
Name of the tested sample : organic zinc powder coating (ZINGA)
Group B-211

(1) The steel panels treated by hot-dip and overcoated with 60 pm and 120 pm
of the organic zinc powder coating ZINGA, passed the 7500 hours salt spray
test (conducted according to the norm ASTM B 117-94) without any visible

formation of red rust.

(2) The bare steel panel coated with 120 um of the organic zinc powder coating
ZINGA, passed the 7500 hours salt spray test (conducted according to the
norm ASTM B 117-94) without any visible formation of red rust.




